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Safran Seats wanted to qualify the wear resistance of the paint coating applied to its 
aircraft seats. Three types of tests were carried out on representative specimens in 
order to classify the materials based on their resistance to stresses.

Cetim's  
asset
Cetim has the 
required expertise to 

determine 
the best 
suited 
standar-
dised test 
procedures 

for the application 
and also has the 
necessary material 
resources to 
carry out suitable 
tribological 
measurements 
(wear, friction, 
impact, etc.).
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OUR CUSTOMER

Corporate name  
Safran Seats

Business activity
Design and manufacturing 
of aircraft and helicopter seats 
for more than 60 years.

Production 
More than one million seats 
produced by Safran Seats are 
installed the aircraft of the 
world’s major airlines.
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A ircraft manufacturers 
pay special attention 
to the seats that will 

be installed in their aircraft  
and attach great importance 
to their design, quality, robust-
ness and comfort. The aesthetic 
appearance of the seats is also 
a great concern. The coatings 
of the seats must retain their 
brand-new appearance as long 
as possible, without any scrat- 
ches or defects. Safran Seats 
turned to Cetim to define a 
reference that would allow 
it to assess the service life of 
paints undergoing the daily 
frictions and impacts inherent 
to their use. For that purpose, 
Safran Seats provided Cetim 
with painted samples repre-
sentative of the seat materials 
(aluminium, composite and 

plastics) so that it could per-
form tests that reproduced 
the aggressions undergone by 
the seats in their usual con-
ditions of use and eventually 
determine the resistance of 
each type substrate to wear, 
abrasion and impacts over 
time.
 
Classifying   
the materials 
Three suitable standardised  
test procedures were defined. 
Ball impact tests made it pos- 
sible to assess the paint’s impact 
strength. Abrasion tests with a 
sand bed and friction tests with 
a moving steel ball simulated 
the other mechanical stresses 
generated by passengers.   
The results obtained, both in 
terms of quality (by visual ob- 

servations) and quantity (by 
weighing and 3D profilometry), 
allowed the materials to be 
classified based on their resis- 
tance to the various stresses. 
“We now have reference data 
at our disposal to quantify the 
paint’s resistance on a parti- 
cular substrate over time.We can 
now rely on this data to orient 
our choices for the develop- 
ment of new seats”, explains 
Florent Yvon, innovation project 
engineer with Safran Seats.
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